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Applicant : AMERSEAL INDUSTRIAL SDN. BHD.
No. 2, Jalan IM 3/6, Kawasan Perindustrian IM 3,
Bandar Indera Mahkota,
25200 Kuantan, Pahang Darul Makmur, Malaysia

Manufacturer : AMERSEAL INDUSTRIAL SDN. BHD.
No. 2, Jalan IM 3/6, Kawasan Perindustrian IM 3,
Bandar Indera Mahkota,
25200 Kuantan, Pahang Darul Makmur, Malaysia

Product : TMS-600 TESON Hybrid Sealant – Low Modulus
Reference Standard / 
Method of Test

: ASTM C920 – 2014a - Title: Standard Specification for Elastomeric Joint 
Sealants

Description of sample / 
Description of Test 
Specimen

: Received one (1) sample of TMS-600 TESON Hybrid Sealant – Low 
Modulus for testing which was identified as:
Brand: TESON
Model: Sealant Sausage 
Type: S
Grade: NS
Use: M, G, A

Date Received of 
Complete Application

: 18 July 2019

Job No. : J20191400937
Description of Test 
Results / Overall Test 
Result

: This test report covers only test clauses as requested by Applicant to 
SIRIM QAS International Sdn. Bhd. The test results for the submitted test 
sample as described in this test report complied with the requirements of 
the above reference standard at the respective clauses tested

Issued Date : 16 August 2019

Approved Signatories;

...................................................... 
(MUHAMMAD RIZAL BIN ABDUL RAHIM)

Testing Executive

...................................................... 
(HAHNAS BINTI MAHBUT)

Head 
Chemical & Consumer Section 
Testing Services Department
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Test Results 
 
Product  
Brand 
Model  
Type 
Grade 
Use  
 

: 
: 
: 
: 
: 
: 
 

TMS-600 TESON Hybrid Sealant – Low Modulus 
TESON 
Sealant Sausage  
S 
NS 
M, G, A 
 

No. Type of Test 
Requirements 

ASTM C 920 Clause 8 :  
Physical Requirements 

Results Remarks 

 
1. 

 
Rheological Properties 
(ASTM C 920 Clause 9.2 & 
ASTM C 639) 

 
Clause 8.1.1 : Grade P (Pourable or 
Selflevelling) sealant shall have flow 
characteristics such that when tested in 
accordance with Test Method C 639 it 
shall exhibit a smooth, level surface. 
(Refer to Type I and III in the test). 
 
Clause 8.1.2 : Grade NS (Nonsag) or 
gunnable sealant shall have flow 
characteristics such that when tested in 
accordance with Test Method C 639 it 
does not sag more than 4.8 mm (3/16 in.) 
in vertical displacement. Also the sealant 
show no deformation in horizontal 
displacement. (Refer to Types II and IV in 
the test). 
 

 
Not Applicable  

 
 
 
 
 
 

Grade NS: 
Vertical : 0 mm 

Horizontal: No deformation 

 
- 
 
 
 
 
 
 
 

Pass 
Pass 

 



 


